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Abstract – Kurzfassung 

Examination of pollutants emitted by 
vehicles in operation and of emission 
relevant components – Replacement 
catalytic converters

High demands on exhaust emissions of passenger
cars and light commercial vehicles require complex
technologies. The three-way catalytic converter is
an essential part of state of the art emission control
systems. If a catalytic converter is damaged or its
effectiveness deteriorates, it can be replaced by a
replacement converter.

Replacement catalytic converters from the
aftermarket are approved on the basis of
Regulation No 103 of the UNECE – United Nations
Economic Commission for Europe. According to
this regulation the replacement catalytic converter
shall be designed, constructed and capable of
being mounted so as to enable the vehicle to
comply with the provisions taken as a basis for its
type approval. Furthermore the pollution emissions
must be effectively limited throughout the entire
normal service life of the vehicle under normal
operating conditions.

In the context of the research project, the durability
of replacement catalytic converters was examined.
A VW Golf with emission standard Euro 4, 1.4 l
petrol engine (55 kW) was selected as a test
vehicle. At the start of the examinations, the vehicle
showed a mileage of 75,000 km. The selected
vehicle was regularly serviced in accordance with
the manufacturer’s specifications. No emission-
relevant faults were recorded by the OBD system.
The initial control measurement of the vehicle in as-
delivered condition with the originally installed
catalytic converter showed that the corresponding
emissions of the regulated pollutants were
considerably below the Euro 4 emission limits to be
applied.

Subsequently, an original replacement catalytic
converter, which was purchased from an authorised
dealer, and 4 catalytic converters purchased in the
independent aftermarket, were examined. The
replacement catalytic converters were conditioned
according to the specifications of ECE Regulation
No 103 and then measured in new condition. The
catalytic converters were then aged on a burner
test rig. Here a total mileage of 80,000 km was

simulated. After 10,000 km and 40,000 km, the
ageing was interrupted and the exhaust gas
emissions of the test vehicle with the aged catalytic
converters were measured. The examination was
ended as soon as a limit value had been exceeded.

The results of the project indicate that with the
replacement systems for the after-treatment of
exhaust gases available in the independent
aftermarket, considerable quality differences can
occur. At the end of the ageing over a distance of
80,000 km only the original replacement catalytic
converter and one replacement catalytic converter
from the independent aftermarket complied with the
Euro 4 emission limits. With one replacement
catalytic converter, the Euro 4 emission limits were
already exceeded in new condition. With another
replacement catalytic converter, the examination
was aborted after 10,000 km ageing and with a
further catalytic converter after 40,000 km ageing
due to the Euro 4 emission limits being exceeded.

The ECE Regulation No 103 provides for a test of
durability of such systems over 80,000 km, but also
alternatively enables the use of fixed deterioration
factors. In practice, the durability of the replacement
systems for the after-treatment of exhaust gases is
guaranteed by their manufacturers. However,
replacement catalytic converters are rarely
inspected as part of the approval. In-use
compliance provisions for replacement systems for
the after-treatment of exhaust gases are not
mentioned in the corresponding specifications. The
results of this study indicate that the requirements
in the ECE Regulation No 103 are not adequate to
ensure the durability of replacement catalytic
converters.



Untersuchung des Abgasverhaltens von 
in Betrieb befindlichen Fahrzeugen und
emissionsrelevanten Bauteilen –
Austauschkatalysatoren

Die verschärften Anforderungen an das Emissions-
verhalten von Pkw und leichten Nutzfahrzeugen
haben aufwändige Technologien erforderlich ge-
macht. Ein wesentlicher Bestandteil aktueller Ab-
gasnachbehandlungssysteme ist der Katalysator.
Wenn ein Katalysator beschädigt wird oder seine
Wirksamkeit nachlässt, kann er durch einen Aus-
tauschkatalysator ersetzt werden.

Austauschkatalysatoren, die im Zubehörmarkt an-
geboten werden, werden auf Basis der Regelung
Nr. 103 der Wirtschaftskommission der Vereinten
Nationen für Europa (UNECE – United Nations
Economic Commission for Europe) genehmigt. Ent-
sprechend dieser Regelung muss der Austausch-
katalysator so beschaffen sein und so eingebaut
werden können, dass das Fahrzeug den Vorschrif-
ten der Regelungen entspricht, die bei seiner Typ-
prüfung zugrunde gelegt worden sind. Außerdem
müssen die Schadstoffemissionen während der ge-
samten normalen Lebensdauer des Fahrzeuges
unter normalen Betriebsbedingungen wirksam be-
grenzt werden.

Im Rahmen des Forschungsvorhabens wurde die
Dauerhaltbarkeit von Austauschkatalysatoren un-
tersucht. Als Testfahrzeug wurde ein VW Golf der
Abgasstufe Euro 4 mit einem 1.4-l-Benzinmotor
(55 kW) ausgewählt. Bei Beginn der Untersuchun-
gen wies das Fahrzeug eine Laufleistung von
75.500 km auf. Das ausgewählte Fahrzeug war re-
gelmäßig entsprechend den Herstellervorgaben
gewartet worden. Im OBD-System waren keine ab-
gasrelevanten Fehler abgelegt. Bei der Eingangs-
messung des Fahrzeuges im Anlieferungszustand
mit dem ursprünglich verbauten Katalysator wur-
den die anzuwendenden Euro-4-Grenzwerte deut-
lich unterschritten.

Anschließend wurden ein Original-Austauschkata-
lysator, der in einer markengebundenen Fach-
werkstatt und 4 Katalysatoren, die verdeckt im frei-
en Teilemarkt beschafft worden waren, untersucht.
Die Austauschkatalysatoren wurden entsprechend
den Vorgaben der ECE-Regelung Nr. 103 kondi-
tioniert und dann im Neuzustand vermessen. An-
schließend wurden die Katalysatoren auf einem
Brennerprüfstand gealtert. Dabei wurde eine Lauf-
leistung von insgesamt 80.000 km simuliert. Nach

10.000 km und 40.000 km wurde die Alterung un-
terbrochen und die Abgasemissionen des Testfahr-
zeugs wurden mit den gealterten Katalysatoren ge-
messen. Sobald bei einem Katalysator eine Grenz-
wertüberschreitung festgestellt wurde, wurde die
Unter suchung beendet.

Die Ergebnisse der Untersuchung zeigen, dass
bei im freien Teilemarkt erhältlichen Austausch -
systemen zur Abgasnachbehandlung erhebliche
Qualitätsunterschiede auftreten können. Nur mit
dem Original-Austauschkatalysator und mit einem
Austauschkatalysator, der im freien Markt be-
schafft worden war, konnten auch nach einer Alte-
rung über 80.000 km die Euro-4-Grenzwerte ein-
gehalten werden. Bei einem Austauschkatalysator
wurden bereits im Neuzustand die Euro-4-Grenz-
werte überschritten. Bei einem anderen Aus-
tauschkatalysator wurde die Untersuchung nach
10.000 km Alterung und bei einem weiteren Kata-
lysator nach 40.000 km Alterung aufgrund einer
Überschreitung der Euro-4-Grenzwerte abgebro-
chen.

Die ECE-Regelung Nr. 103 sieht eine Prüfung 
der Dauerhaltbarkeit derartiger Systeme über
80.000 km vor, ermöglicht jedoch alternativ die
Verwendung von festen Verschlechterungsfakto-
ren. In der Praxis wird die Dauerhaltbarkeit der
Austausch systeme zur Abgasnachbehandlung
von ihren Herstellern garantiert, eine Überprüfung
findet im Rahmen der Genehmigung jedoch in den
seltensten Fällen statt. Eine Feldüberwachung für
Austauschsysteme zur Abgasnachbehandlung ist
in den entsprechenden Vorschriften nicht vorgese-
hen. Die Ergebnisse dieser Untersuchung weisen
darauf hin, dass die Anforderungen in der ECE-
Regelung Nr. 103 nicht ausreichen, um die Dauer-
haltbarkeit von Austauschkatalysatoren sicherzu-
stellen.
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1 Introduction
An extensive package of measures has been
developed to reduce the air pollution caused by
motor vehicles. It includes not only the type
approval of new types of vehicle, but also
examination of the conformity of the production of
new vehicles, examination of the conformity of
vehicles in operation (in-use compliance), on-board
diagnostics, periodic inspection of all vehicles in
operation and more stringent requirements
regarding fuel quality.

The stricter requirements regarding emission
behaviour have demanded advanced vehicle and
exhaust gas after treatment technologies. One
major component of current exhaust gas after-
treatment systems is the catalytic converter. It
facilitates the elementary conversion of the
gaseous pollutants resulting from the combustion
process. In the three-way catalytic converter
unburnt hydrocarbons and carbon monoxide are
oxidised to form carbon dioxide and water and
nitrogen oxides are reduced to nitrogen. Under
optimum operating conditions conversion rates of
almost 100% are achieved.

If a catalytic converter is damaged or its
effectiveness deteriorates, it can be replaced by a
replacement converter. Basically a distinction can
be drawn between original replacement catalytic
converters which have been approved in the
context of the vehicle type approval and which are
normally replaced in repair shops of authorised
dealers, on the one hand, and replacement
converters available on the independent
aftermarket.

Replacement catalytic converters from the
aftermarket are approved on the basis of
Regulation No 103 of the UNECE – United Nations
Economic Commission for Europe. According to
this regulation the replacement catalytic converter
shall be designed, constructed and capable of
being mounted so as to enable the vehicle to
comply with the provisions taken as a basis for its
type approval. Furthermore the pollution emissions
must be effectively limited throughout the entire
normal service life of the vehicle under normal
operating conditions. The ECE Regulation No 103
provides for an examination of the durability of such
systems over 80,000 km, but as an alternative it is
possible under the regulation to use fixed
deterioration factors. In practice the durability of the

replacement systems for exhaust after-treatment is
guaranteed by their manufacturers but independent
checks of those systems take place relatively rarely
in the context of the approval. No in-use
compliance provisions are laid down in the relevant
regulations for replacements systems for the after-
treatment of exhaust gases.

The German type approval authority (KBA) does
not have any inventory data with regard to
replacement systems, for the after-treatment of
exhaust gases. It is therefore not known to what
extent and in what versions such exhaust gas after-
treatment systems are present in the field and what
the effectiveness of such systems actually is on the
roads. There are indications for considerable
differences in quality in replacement systems for
the after-treatment of exhaust gases, which may
impair the durability of such systems in actual road
traffic. A study of the durability of replacement
systems for the after-treatment of exhaust gases is
therefore urgently necessary.

Within the framework of this project the durability of
various replacement catalytic converters for a
vehicle with spark-ignition engine was examined.
For this purpose exhaust gas after-treatment
systems in new condition were measured, then
aged and checked again in aged condition. For this
check a suitable test vehicle was selected. The
prime objective of this project is to gain an overview
of the current situation and not the assessment of
individual replacement catalytic converters [1].

2 Starting situation/state of
knowledge

In order to estimate to what extent and in what
versions replacements systems for exhaust after-
treatment are present in the existing vehicle
inventory, numerous discussions took place,
licences under the ECE Regulation No 103 were
analysed at the KBA and internet searches were
made.

There are no precise figures on the replacement
catalytic converters sold in Germany and on the
market shares of the different catalytic converter
manufacturers. It can be assumed that catalytic
converters are replaced due to mechanical damage
or anomalies found during the periodic exhaust gas
inspection (AU). But there is no inventory data
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available to the German type approval authority
relating to the spread of replacement systems for
exhaust after-treatment. Neither the ADAC nor the
Zentralverband Deutsches Kraftfahrzeuggewerbe
(Central Association for the German Automotive
Trade) has any sales data for replacement catalytic
converters. The Association for Emissions Control
by Catalyst (AECC) can also give no details of the
sales figures and market shares of the different
manufacturers of replacement systems for the
after-treatment of exhaust gases in Germany, and
secondly because not all manufacturers of
replacement catalytic converters are members of
the AECC.

Concerning the sales figures for replacement
catalytic converters and the market shares of the
different suppliers there are estimates by the
individual catalytic converter manufacturers.
Relevant figures were made available. But they
only give a general overview of the market
situation. The total market for replacement catalytic
converters in Germany is estimated at about
300,000 a year. It can be assumed that about half
of these are original spare parts which are installed
in repair shops of authorised dealers. Accordingly
the estimated figure for replacement catalytic
converters sold on the open market is about
140,000 to 160,000. No figures are available for the
market shares relating to replacement catalytic
converters for individual vehicle types. It can be
assumed, however, that the share accounted for by
OEM replacement catalytic converters for higher
grade vehicles is greater than for inexpensive
vehicles.

In the current version of the ECE Regulation No
103 there is at present no specified procedure for
examining the durability of replacement systems for
the after-treatment of exhaust gases, which may
lead to distortions in competition and
disadvantages for serious manufacturers. There
are indications that in past years the market share
of quality suppliers has declined because of the
aggressive pricing policy of some competitors. So-
called universal catalysts are being offered at prices
from € 50 upwards. In addition catalytic converters
are being marketed via the internet without
indication of the manufacturer. Some catalytic
converters do not display a licence number, and
others are promoted with statements such as “very
good permeation rates (…) for more power in the
vehicle”.

3 Project implementation

3.1 Statutory basis

Basis for the approval of replacement catalytic
converters is Regulation No 103 of UNECE –
United Nations Economic Commission for Europe,
where the “Uniform provisions concerning the
approval of replacement catalytic converters for
power-driven vehicles” are laid down. This
regulation applies to the type approval of catalytic
converters as separate technical units for
installation in vehicles of categories M1 and N1.
This regulation distinguishes between “Original
equipment catalytic converters”, “Replacement
catalytic converters” and “Original replacement
catalytic converters:

• “Original equipment catalytic converter” means
a catalytic converter or an assembly of catalytic
converters covered by the type approval
delivered for the vehicle and whose types are
indicated in the documents related to Annex 2 to
Regulation No 83.

• Replacement catalytic converter’ means a
catalytic converter or an assembly of catalytic
converters for which approval can be obtained
according to ECE Regulation No 103, other
than those defined as “original equipment
catalytic converters”.

• Original replacement catalytic converter’ means
a catalytic converter or an assembly of catalytic
converters whose types are indicated in the
documents related to Annex 2 to Regulation No
83, but are offered in the market as separate
technical units by the holder of the vehicle type-
approval. 

In order to test a replacement catalytic converter
under ECE Regulation No 103 the test vehicle shall
be fitted with a new original catalytic converter (see
paragraph 3.3.1) which shall be run in with 12 extra
urban cycles (test type I part 2). After this
preconditioning, the vehicle shall be kept in a room
in which the temperature remains relatively
constant between 293 and 303 K (20 and 30 °C).
This conditioning shall be carried out for at least six
hours and continue until the engine oil temperature
and coolant, if any, are within ± 2 K of the
temperature of the room. Subsequently three
exhaust gas tests type I shall be made. The test
vehicle with the original catalytic converter shall
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• Removal of the catalytic converter from the
vehicle,

• Set-up of the original replacement catalytic
converter with measuring technology on the
burner test rig,

• Recording the catalytic converter temperature
curve in the SBC on the burner test rig,

• Evaluation of data and establishment of ageing
time for the SBC using the catalytic converter
temperature curves in the SRC and SBC,

• Equipping the catalytic converters to be aged
with measuring technology,

• Carrying out SBC ageing on the burner test rig
in several steps,

• After each step, an emissions test is driven and
evaluated. 

An additional original replacement catalytic
converter was used for recording temperatures in
the SRC and adjusting the burner test rig.

Standard Road Cycle (SRC)

The SRC is a mileage accumulation cycle that can
be driven on a test track or on a chassis
dynamometer. The cycle consists of 7 sections of 6
km each. The cycle must be repeated until the
required mileage has been reached. In Figure 3.3 a
complete SRC run, whose driving distance
amounts to a total of 42 km, can be seen.

The SRC driven by the test vehicle can be seen in
Figure 3.4. Here the target speed (black), the actual
speed of the test vehicle (red) and the highest
temperature in the catalytic converter (blue) are
shown.

Standard Bench Cycle (SBC)

The SBC was designed to carry out a durability
test of emission-reducing devices on an ageing
test bench. In the SBC, it is not the whole 
vehicle that is aged, only the exhaust system. For
the ageing test according to the SBC
specifications, the catalytic converter is set up 
with the lambda sensors on an engine or burner
test rig and exhaust gas is applied. The most
important variables are the temperature in the
catalytic converter and lambda. An SBC run 
lasts a total of 60 seconds. In the first 40 seconds,
the test is operated at 800°C and lambda 1.
Subsequently, the adjustment is made to lambda
less than 1 and after a further 5 seconds,
secondary air dosing takes place. The airflow 
is set in such a way that 3% oxygen is generated
in the stable stoichiometric mixture. As a result 
of this air injection, an exothermic reaction 
takes place, with which the temperature in the test
object rises to 890°C. The maximum temperature
can be varied by adjusting the fuel-air ratio. The
total period for which lambda is less 1 lasts 15
seconds, the burner subsequently delivers a
stoichiometric mixture again. At 60 seconds the
secondary air dosing is then also finished and 
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Fig. 3.3: Driving cycle of the Standard Road Cycle (SRC)



one cycle is at an end. Figure 3.5 shows lambda
and the secondary air injection in the SBC.

Figure 3.6 shows a section from the ageing of the
original replacement catalytic converter. The cycle
jump starts at second 51507, here lambda (green
and red line) is changed to 0.94. In this point, the
oxygen is discharged from the monolith and the
monolith flooded with HC molecules. At second
51513, secondary air is dosed directly in front of
the monolith. The unburnt HC molecules react with
the surplus oxygen whereby an exothermic
reaction takes place in the monolith and the

temperature rises to 890°C. At second 51523, the
lambda in front of catalytic converter again rises
towards 1 and the temperature lowers again to 
800 °C. After a further 5 seconds the secondary air
is switched off. 

With the SBC, the system to be tested should be
aged in such a way that the ageing corresponds to
a specified run in the SRC. The catalytic converter
temperature serves as a reference value. The
catalytic converter temperature profile is initially
determined on a roller-type test bench in a test
vehicle. Through an SRC run and through
recording all temperatures on the test object, it can
be seen how the catalytic converter behaves in the
vehicle. The temperatures are measured with a
sampling rate of at least one Hertz in the SRC in
order to create the temperature profile. The
exhaust system is subsequently mounted on a test
bench and operated in the SBC. Here, too, the
temperature in the catalytic converter is recorded
with a sample rate of at least one Hertz. Using the
catalytic converter temperature curves in the SBC
and SRC, with the help of a calculation program
provided by EPA, the number of SBC that must be
driven to simulate the specified travel distance is
determined. The burner test rig is shown in Figure
3.7 [7].

15

Fig. 3.4: Speed and maximum catalytic converter temperature in the SRC

Fig. 3.5: Standard Bench Cycle (SBC)



4 Results

4.1 Exhaust gas emissions in as-
delivered condition with the
originally fitted catalytic converter 

The test vehicle was delivered with a mileage of
75,000 km. In order to check the suitability of the
vehicle for further examinations, the exhaust gas
emissions in the NEDC were measured in as-
delivered condition. The exhaust gas emissions of

the test vehicle with the originally installed catalytic
converter in the New European Driving Cycle are
shown in Table 4.1.

The measurements of the test vehicle in as-
delivered condition with the originally installed
catalytic converter showed very good results, which
were considerably below the Euro 4 limit values
and achieve the level of the type test values. The
results show that the vehicle is suitable for the test
of replacement catalytic converters in accordance
with ECE Regulation No 103. Over the entire
duration of the research project, the emissions of
the test vehicle were regularly checked with the
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Fig. 3.6: Section SBC ageing VW catalytic converter (CAT 83)

Fig. 3.7: Test specimen with temperature measuring points on
the burner test rig

Tab. 4.1: Exhaust gas emissions of the test vehicle in as-deli-
vered condition with the originally installed catalytic
converter

Exhaust gas emissions
in the NEDC

Regulated pollutants

CO 
[g/km]

HC 
[g/km]

NOx
[g/km]

Test vehicles in as-
delivered condition with
original catalytic converter

0,271 0,040 0,049

Type approval test values
of the test vehicle 0,172 0,066 0,055

Euro 4 Emission limits 1,0 0,1 0,08



original catalytic converter to ensure that the
vehicle was in technical flawless condition.

4.2 Exhaust gas emissions with the
original replacement catalytic
converter

For the test vehicle, an original replacement
catalytic converter was purchased from an
authorised dealer. After the initial measurement of
the test vehicle with the genuine installed catalytic
converter, this original replacement converter was
installed in the test vehicle and conditioned in
accordance with ECE Regulation No 103. The
exhaust gas emissions were subsequently
determined with the conditioned original
replacement catalytic converter in 3 measurements
in the NEDC. The mean values from these
measurements are shown in Table 4.2.

The measurements with the conditioned original
replacement catalytic converter (OEM) show

excellent results. The values for the measurements
with the new original replacement catalytic
converters are even below the type approval test
values.

4.3 Exhaust gas emissions with
replacement catalytic converters
from the independent aftermarket
in new condition

From the independent aftermarket 4 replacement
catalytic converters from various manufacturers
were covertly purchased for the test vehicle,
installed in the vehicle according to the
manufacturer’s specifications and conditioned
according to ECE Regulation No 103. The exhaust
gas emissions with the various replacement
catalytic converters in new condition were
measured three times each in the NEDC. The mean
values of the measuring results are shown in Table
4.3. 

For the measurements in new condition, 3 of the
replacement catalytic converters satisfied the Euro
4 limit values. With replacement catalytic converter
4, the limit value for hydrocarbons (HC) was
exceeded.

4.4 Exhaust gas emissions with
replacement catalytic converters
after ageing

The results of the catalytic converter ageing on the
burner test rig are described in the following. The
results of the emission measurements (Type I Test)
in new condition of the systems and after 
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Tab. 4.2: Exhaust gas emissions with the original replacement
catalytic converter in new condition

Exhaust gas emissions
in the NEDC

Regulated pollutants

CO 
[g/km]

HC 
[g/km]

NOx
[g/km]

Test vehicle in as-delivered
condition with original
catalytic converter

0.271 0.040 0.049

Test vehicle with the
original replacement
catalytic converter

0.119 0.035 0.029

Type approval test values
of the test vehicle 0.172 0.066 0.055

Euro 4 Emission limits 1,0 0,1 0,08

Tab. 4.3: Exhaust gas emissions with replacement catalytic converters from the independent aftermarket in new condition

Exhaust gas emissions in the NEDC
Regulated pollutants

CO [g/km] HC [g/km] NOx [g/km]

Test vehicle in as-delivered condition with original catalytic converter 0,271 0,040 0,049

Test vehicle with the original replacement catalytic converter 0,119 0,035 0,029

Test vehicle with replacement catalytic converter 1 0,323 0,072 0,070

Test vehicle with replacement catalytic converter 2 0,135 0,058 0,046

Test vehicle with replacement catalytic converter 3 0,230 0,056 0,039

Test vehicle with replacement catalytic converter 4 0,234 0,112 0,057

Type approval test values of the test vehicle 0,172 0,066 0,055

Euro 4 Emission limits 1,0 0,1 0,08



10,000 km, 40,000 km and 80,000 km burner
ageing are listed in Table 4.4. The measurements
and tests were performed according to the
specifications of the examination programme
described in section 3.2. 

With the original replacement catalytic converter
and the replacement catalytic converters No 1, 2
and 3, ageing on the burner test rig was carried out.
The replacement catalytic converter No 4 exceeded
the Euro 4 emission limit for hydrocarbons already
during exhaust gas measurements in new
conditioned state. Therefore no further tests were
carried out on this system and the examination was
aborted before the ageing was started on the
burner test rig. 

Figures 4.1 to 4.5 show the exhaust gas emissions
related to the Euro 4 emission standards versus
the ageing duration of the various catalytic
converters. 

In Table 4.5 and Figure 4.1 it becomes clear that
with the original replacement catalytic converter a
slight increase in emissions of all limited exhaust
gas components appears after 80,000 km. Even
after the run-through, however, the emissions lay
well under the Euro 4 emission standards. 

As indicated in the drawing of picture 4.2
replacement catalytic converter 1 exceeded the
established nitrogen oxide limit value considerably
already after 10,000 km. The examination was
subsequently terminated.

Figure 4.3 shows the exhaust gas emissions
measured with replacement catalytic converter 2.
During ageing there is a detectable increase in the
emissions of all limited pollutant components. After
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Tab. 4.4: Mean values of the exhaust gas emissions with aged replacement catalytic converters

Exhaust gas
emissions in
the NEDC

Original-replacement
catalytic converter

Replacement 
catalytic converter 1

Replacement 
catalytic converter 2

Replacement 
catalytic converter 3

Replacement 
catalytic converter 4

CO
[g/km]

HC
[g/km]

NOx
[g/km]

CO
[g/km]

HC
[g/km]

NOx
[g/km]

CO
[g/km]

HC
[g/km]

NOx
[g/km]

CO
[g/km]

HC
[g/km]

NOx
[g/km]

CO
[g/km]

HC
[g/km]

NOx
[g/km]

New, after 
conditioning 0,119 0,035 0,029 0,323 0,072 0,070 0,135 0,058 0,046 0,230 0,056 0,039 0,234 0,112 0,057

After 10,000 km
burner ageing 0,277 0,052 0,035 0,694 0,082 0,205 0,283 0,074 0,070 0,356 0,065 0,035 Not performed

After 40,000 km
burner ageing 0,221 0,054 0,036 Not performed 0,439 0,082 0,089 0,341 0,063 0,036 Not performed

After 80,000 km
burner ageing 0,278 0,059 0,040 Not performed Not performed 0,291 0,066 0,041 Not performed

Euro 4 Emission
limits 1,00 0,10 0,08 1,00 0,10 0,08 1,00 0,10 0,08 1,00 0,10 0,08 1,00 0,10 0,08

Fig. 4.1: Exhaust gas emissions relative to the Euro 4 emission
standards during ageing for the original replacement
catalytic converter

Fig. 4.2: Exhaust gas emissions relative to the Euro 4 emission
standards during ageing for replacement catalytic
converter 1



40,000 km the limit value for the nitrogen oxide
emissions was exceeded. The examination on this
catalytic was subsequently ended.

Figure 4.4 shows the exhaust gas emissions, which
were measured with replacement catalytic
converter 3 in the New European Driving Cycle in
relation to the respective limit values. The exhaust
gas values with this system were stable over the
entire ageing and in the subsequent measurement
were well below the Euro 4 emission standards
after 80,000 km. With the replacement catalytic
converter 3, comparable results to the original
catalytic converter were achieved.

Figure 4.5 shows the exhaust gas emissions
relative to the limit values measured with

replacement catalytic converter 4. As it was already
established that the limit value had been exceeded
in as-delivered condition, no ageing was performed.
The measuring points shown in the diagram
represent the values for the initial measurement
after conditioning.

The results in Table 4.4 and Figures 4.1 to 4.5
demonstrate that with the replacement catalytic
converter No. 1, the examination was stopped
after 10,000 km and with system No. 2 after
40,000 km burner ageing due to a limit value being
exceeded. Only one system that originates from
the free aftermarket (No. 3) and the original
replacement catalytic converter of the OEM could
satisfy all Euro 4 emission limits after burner
ageing over 80,000 km. With replacement catalytic
converter No.4 from the independent aftermarket
the Euro 4 limit value for hydrocarbons was
exceeded already in new conditioned state.

4.5 Assessment of the exhaust gas
emissions in accordance with
ECE-R 103

Approval of replacement catalytic converters is
effected in accordance with the specifications of
ECE Regulation No 103. The new replacement
catalytic converters are conditioned according 
to the regulation and fitted in a suitable vehicle.
The exhaust gas emissions with the replacement
catalytic converters to be examined must 
satisfy the described criteria (see section 3.1). In
the ECE Regulation No 103, the application of
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Fig. 4.3: Exhaust gas emissions relative to the Euro 4 emission
standards during ageing for catalytic converter 2

Fig. 4.4: Exhaust gas emissions relative to the Euro 4 emission
standards during ageing for replacement catalytic
converter 3

Fig. 4.5: Exhaust gas emissions relative to the Euro 4 emission
standards during ageing for replacement catalytic
converter 4



deterioration factors is envisaged in order to
ensure the durability of the replacement catalytic
converters.

In Table 4.5, the exhaust gas emissions measured
with the original (OEM) replacement catalytic
converter and with 4 replacement catalytic
converters from the independent aftermarket in new
condition in the test vehicle are compared with both
the (relevant) Euro 4 emission standards and the
requirements as per chapter 5.2.3 of the ECE
Regulation No 103. 

For the measurement of the originally installed
catalytic converter, consideration of deterioration
factors is not relevant, since this system already
reached a mileage of 75,000 km. Nevertheless, the
vehicle in as-delivered condition also satisfied the
requirements of the ECE regulation since the
measured emissions complied with the emission
limits including the deterioration factors.

The values in Table 4.5 show that with the
replacement systems for the after-treatment of
exhaust gases, considerable quality differences can
occur. 

Considering the deterioration factors, the Euro 4
emission limit for the nitrogen oxide emissions is

exceeded for replacement catalytic converter 1 in
new condition. Moreover, replacement catalytic
converter 1 does not satisfy the conditions M ≤
(0.85 x S + 0.4 x G) in relation to the hydrocarbon
emissions and with regard to the nitrogen oxide
emissions. With replacement catalytic converters
2 and 3, all criteria were met in new condition. The
hydrocarbon emissions measured with the
replacement catalytic converter 4 not only exceed
the Euro 4 emission limit but also the
corresponding limit value with deterioration factor.
Moreover, replacement catalytic converter 4 does
not satisfy the conditions M ≤ (0.85 x S + 0.4 x G)
in relation to the hydrocarbon emissions and with
regard to the nitrogen oxide emissions. Therefore
besides the original replacement catalyst only two
of the four examined replacement catalytic
converters available on the independent
aftermarket met the requirements of the ECE
Regulation No 103 in new condition. 

5 Summary 
In the context of the research project, the durability
of replacement catalytic converters was examined.
A VW Golf with 1.4 l petrol engine was selected as
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Tab. 4.5: Exhaust gas emissions with the replacement catalytic converters in new condition compared with the requirements of ECE
Regulation No 103

Exhaust gas emissions in the NEDC
Limitierte Abgasemissionen

CO [g/km] HC [g/km] NOx [g/km]

Test vehicle in as-delivered condition 
with original catalytic converter 0,271 0,040 0,049

Test vehicle with 
the original replacement catalytic converter (S) 0,119 0,035 0,029

Test vehicle with 
replacement catalytic converter 1 (M) 0,323 0,072 0,070

Test vehicle with 
replacement catalytic converter 2 (M) 0,135 0,058 0,046

Test vehicle with 
replacement catalytic converter 3 (M) 0,230 0,056 0,039

Test vehicle 
with replacement catalytic converter 4 (M) 0,234 0,112 0,057

Euro 4 Emission limits 1,0 0,1 0,08

Deterioration factor 1,2 1,2 1,2

Euro 4 Emission limits including 
deterioration factor (G) 0,833 0,0833 0,067

0,85 x S + 0,4 x G 0,434 0,063 0,051



a test vehicle. At the start of the examinations, the
vehicle showed a mileage of 75,000 km. The
selected vehicle was regularly serviced in
accordance with the manufacturer’s specifications.
No emission-relevant faults were recorded by the
OBD system. The initial control measurement of
the vehicle in as-delivered condition with the
originally installed catalytic converter showed that
the corresponding emissions of the regulated
pollutants were considerably below the Euro 4
emission limits to be applied. 

Subsequently, an original replacement catalytic
converter, which was purchased from an
authorised dealer, and 4 replacement catalytic
converters purchased in the independent
aftermarket, were examined. The replacement
catalytic converters were conditioned according to
the specifications of ECE Regulation No 103 and
then measured in new condition. The catalytic
converters were then aged on a burner test rig.
Here a total mileage of 80,000 km was simulated.
After 10,000 km and 40,000 km, the ageing was
interrupted and the exhaust gas emissions of the
test vehicle with the aged catalytic converters were
measured. The examination was ended as soon
as a limit value had been exceeded.

The results of the project indicate that with the
replacement systems for the after-treatment of
exhaust gases available in the independent
aftermarket considerable quality differences can
occur. At the end of the ageing over a distance 
of 80,000 km only the original replacement
catalytic converter and one replacement catalytic
converter from the independent aftermarket
complied with the Euro 4 emission limits. With one
replacement catalytic converter, the Euro 4
emission limits were already exceeded in new
condition. With another replacement catalytic
converter, the examination was aborted after
10,000 km ageing and with a further catalytic
converter after 40,000 km ageing due to the Euro
4 emission limits being exceeded.

Replacement catalytic converters offered from the
independent aftermarket are approved on the
basis of the ECE Regulation No 103. This
regulation provides for a test of durability of such
systems over 80,000 km, but also alternatively
enables the use of fixed deterioration factors. In
practice, the durability of the replacement systems
for the after-treatment of exhaust gases is
guaranteed by their manufacturers. However,

replacement catalytic converters are rarely
inspected as part of the approval. In-use
compliance provisions for replacement systems
for the after-treatment of exhaust gases are not
mentioned in the corresponding specifications.
The results of this study indicate that the
requirements in the ECE Regulation No 103 are
not adequate to ensure the durability of
replacement catalytic converters.
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